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CIPET : SGHOOL FOR ADVANCED

RESEARCH tN PETRoCHEMTCALS (SARP).

ADVANCED POLYMER DESIGN & DEVELOPMENT

RESEARCH LABORATORY (APDDRL)

Dspt. of Chemicals & Petrochomicals,

Datedl 19-12-2025
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#,??j[i',",.." (lr ssctor), Jala Hobli, Bensaluru - 562 14e

E-mail : apddrl@cipat.gov.in

Hsad Offlce : CIPET, Guindy, Chennai - 600032

CIPET: SARP-APDDRL/BLR/TesIing/2 025bil +b{
To
M/s. Alagundagi Groups
Plot No. 15,16,29&30 APMCY Yard'
Behind Exhibition & Govt. Printing Press, Amargol,
Hubballi-580025

Dear Sir,
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Sub.: Test Report - reg.
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Ref.: Your Email Dtd 28.11.2025
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We are enclosing herewith Test Report No. 250603 dtd. 19.12.2025 pertaining to testing of your
submitted sample.
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You are requested to kindly fill-in and send back the Customer Feedback Form enclosed herewith.

Thanking you,

With regards,

Auth

Encl: As above

fr< : qorqrqR, eT5dq{, e}i.niTq, errnaor, qf,, qqrfr{, dqq5, q}qrq,!J-qfq{, q<5{, +*, kqt, Sun,IslErA, -dTfrq{,

t({rq'rc, aft{, ERcr, gqro,qqgr, qitfu, ofrq, eq+s,q-d, gqo, tqp, {qg{,iifr, {dqrsqif{qqqrsr
Centres : Ahmedabad, Amritsar, Aurangabad, Agartala, Baddi, Balasore, Bengaluru, Bhopal, Bhubaneswar, Chandrapur, Chennai, Dehradun, Gurugam,

Guwahati, Gwalior, Hyderabad, Hajipur, Haldia, lmphal, Jaipur, Kochi, Korba, Lucknow Madurai, l,4urthal, Mysuru, Raipur, Ranchi, Valsad & Vijayawada,



fri-e, q;oq'nqq'qis
fr${E{ta+frdq(sr.c qRt)
qsqis{dmB$qffi a itoqiz
ffi d"dkclt, 1\,t d.g1.eff(w )
rsrqq qi i-A{srfi frqn
rsrfisir4r+ qxrrq, qrr( s(6R
RftiEr: s fr, ErJt-s rc{ +{ \gMq cld
( sIIgA n-€"{) , 

q-drffi, {r1qs - 5621ae

s-q(,,{ : apddfl(@ctpel.gov.rn

gr*ro+ , fri-2, ffi, i* - oooosz

TEST REPORT

Issued to :

M/s. Alagundagi Groups
Plot No. 15,16,29&30 APMCY Yard,
Behind Exhibition & Govt. Printing Press, Amargol,
Hubballi-580025

Ref.: Your Email Dtd 28.11.2025

CIPET : SCHOOL FORADVANCED

RESEARCH rN PETRoCHEllllTCALS (SARP).

ADVANCED POLYMER DESIGN & DEVELOPMENT

RESEARCH LAB0RAToRY (APDDRL)

Dept. of Chemicals & p€trochemicals,

Ministry ofChemicals & Fertilizers, covt. of lndia

Plot No. 7P. HiTech Defence and Aerospace Park

(lT Sector), Jala Hobli, Bongaluru - 562 149

E-mail : apddrl@cipet.gov.in

Head Ofrice : CIPET, Guindy, Chennai- 600032

Page 01 of 02
ULR-TC 12285250000058sF
Test Report No : 250603
Date:19.12.2025

fute crper

tc-12245

PART B: SUP

I,ART A: I,ARTICULARS OF SAMPLE SUBMITTED
Nature of Sample

Grade / Variety / type / Size / Class etc.

Brand name, ifany

Declared values, ifany

Code No.

Batch No. and date ofmanufacture

Quantity

Mode of Packing

Date of receipt of sample

Date (s) of Performance oftest

Sealed or not

Any other information

a) Reference to sampling procedure
b) Supporting documeltts for the measurements

taken and results derived like graphs, tables,
sketches and / or photographs as appropriate to
test report, ifany (to be aftached)

c) Deviation from the test methods as prescribed
in relevant IS / Work instructions, if any

"Film Sample " as received from the party.

"Bag: Liner Bag" as mentioned in the sample subrnission form

0l

Packed

08.12.2025

08. 1 2.2025 - I 8. t2.2025

: Supplied by the party
: Nil

Nil
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Ref.: Your Email Dtd 28.11.2025

PARTC:TESTRESULTS

Sl. No Name of the test Test Method Unit Result Obtained

Sample: "Bag: Liner Bag" as rnentioned in the sample submission fom.

I
Overall Migration
(Water/40'C/ I 0days)

IS 9845 rng/l 3.60

2
Overall Migration
(Acetic acid 3Yol7 O' Cl2hrs)

IS 9845
rng/l I4.5',]

PARTD:REMARKS_
I. Statemcnt ol'conformity: NA
IL Opinion & Interpretation: NA

NB:
I. The rcsults stated above related only to the items tested.

IL This Test Report shall not be reproduced except in full without the written approval from CIPET: SARP, APDDRL, Bengaluru.
lll. This report, in full or part, shall not be reproduced, published, advenised, used for any legal action, unless prior peimission has been secured.
IV. Any anomaly/discrepancy in this report should be brought to the notice ofCIPET within 30 days from the date of issue.

V. Tested Sample will be disposed offafter 90 days from the date oftest.
VI. Details oftest subcontracted: Nil
VIl. The location oftesting is CIPET:SARP-APDDRL, Bengaluru for non-subcontracted samples.
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Revielved By
Dr. V H Sangeetha
Scientist

lu,l,o"i,.ht]l'-f
Dr. Manoranjan Biswal
Sr. Scientist

--End of Report--
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